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Phone: 706-278-3013 ¢ Fax: 706-272-7057 »  E-mail: info@ittsiab.com

Test Report

Customer: UPOFLOOR August 25, 2014

Subject: One sample of vinyl floor covering submitted by the customer and identified as below.

Sample identification: Upofloor Zero 5703
Contract Sheet
Date of Manufacturing: 25th June 2014

Test Method Conducted
ASTM F 137 Standard Test Method for Flexibility of Resilient Flooring Materials with Cylindrical
Mandrel Apparatus
Scope:

This method covers the determination of the flexibility of resilient flooring materials by means of
cylindrical mandrel apparatus. It is especially applicable to sheet goods and some tiles,

Specified Mandrel: 1 1/2"

TEST RESULTS .
Cracking None

Crazing None

Sample rating | Passes

A

President L. Suddeth
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